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00/00/1976,v0031 ,N----, PP 0583-0590
EXAMINATION OF OXIDE FILMS ON SI STEELS
VER VR/792/76 ]
CRHA, Z.
/THUTNICKE LISTY//
00/00/1976,vV0031 ,N----, PP 0590-0593

APPLICATION OF MATHEMATICAL STATISTICS METHODS
TO THE MANUFACTURE OF SINTERED CARBIDES
VER VYR/793/76 #

SMRHOVA, A.
{THUTNICKE LISTY//
00/00/1976,¥0031,N----, PP 0668-0674
ISOLATION AND ANALYSIS OF OXIDE INCLUSIONS IN
AUSTENTIC STAINLESS STEELS
VER VR/794/76 "

STONAWSKI, J.
FTHUTNICKE LISTY//
00/00/1976,V0031 ,N----, PP 0634-0698
EFFECT OF THE SULPHUR CONTENT OF PIG [RON ON THE
SULPHUR CONTENT OF STEEL MADE [N INTENSIFIED 250
T MAERZ BOELENS FURNACES AT TRINEC STEELWORKS
VER VR/811/76 3

ELFMARK, J.
/IHUTNICKE L1STY//
00/00/1976,V0031 ,N----, PP 0699-0704
EFFECT OF INTERMITTENT DEFORMATION CONDITIONS
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ELFMARK, J.
{ TRUTNICKE LISTY//
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FRIEDL, D.
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RECENT DEVELOPMENT OF SINTERED CARBIDES AND
PERSPECTIVES FOR THE NEAR FUTURE
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KEPKA, M.
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EFFECT OF THE QUALITY OF MANGANESE FERRO-
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SPLICHAL, B,
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PRODUCTION CONTROL AND ORGANIZATION OF COKING
PLANTS
BIS1 14695 "
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MAJERCAK, S.
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/THUTNICKE LISTY 7/
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VALENTA, D.
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TUBES ON BELL MOUNTING TECHNOLOGICEL TESTS
BISI 15044 ¥

KQUTSKY, J.
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00/00/1976,v0031,N0006, PP 0415-0420
DEFECTS AND CRACKS IN ALLOYED 1 CR STEEL
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PURMENSKY, J.
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00/00/1976,¥0031,N0006, PP 0421-0425
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RESISTANT STEEL
BISI 15046 4

PURMENSKY, J.
//HUTNICKE LISTY//
00/00/1976,v0031,N0006, PP 0421-0425
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DEMBOVSKY, V.
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00/00/1976,V0031,N0007, PP 0464-0469
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ELFMARK, J.
/THUTNICKE LISTY//
00/00/1976,V0031,N0007, PP 0469-0474
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BISI 15202 4

ELFMARK, J.
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00/00/1976,V0031,NO007, PP 0469-0474
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EFFECT OF TORSIONAL VIBRATIONS OF BLOOMING MILL
DRIVING GEAR ON BITING CONDITIONS

BISI 15203 [

USTORAL, V.

/IHUTNICKE LISTY//
00/00/1976,v0031,N0007, PP 0502-0509
UNCONVENTIONAL ANALYSIS OF BORIDE LAYERS ON
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VRTEK, J.
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FURNACE PROCESS ON THE CONDITIONS FOR ENERGY
ECONOMY
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VRTEK, J.
{ THUTNICKE LISTY//
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THE EFFECT OF OXYGEN INTENSIFICATION IN THE
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ENERGY ECONOMY
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PESKA, R.
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BIST 15549 4

PASKA, R.
/IHUTNICKE LISTY//
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PYCHA, B.
/THUTNICKE LISTY//
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SOME RESEARCH DATA ON THE SOLIDIFICATION OF
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PYCHA, B.
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00/00/1976,¥0031,N0009, PP 0632-0636

NOTE ON COMPUTING THE TEMPERATURE FIELD OF A
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BISI 15462

MRAUCA, V.

/THUTNICKE LISTY//
00/00/1976,V0031,NO003, PP 0632-0642
RECORDING METAL FLOW IN BLOOMING TRAIN 2 OF
ROLLING MILL AT TRINEC IRON AND STEEL WORKS
BISI 16209

WOLF, L.
/HUTNICKE LISTY//
00/0071976,v0031,N0003, PP 0657-0663
PLATE ROLLING MILL 'QUARTO 3600" - AZOVSTAL
sBIS] 15463

KLOFAC, J.

/IHUTNICKE LISTY//
00/00/1976,v0031,NO010, PP 0717-0721
DEVELOPMENT OF NEW TYPES OF CRYSTALLIZERS FOR
SEMI-CONTINUOUS CASTING OF COPPER ALLOYS
sBISI 15780

MASIN, A.

J/HUTNICKE LISTY//
00/00/1976,v0031,N0010, PP 0722-0725
THE COMMON FEATURES OF THE FORMATION OF LOW-
TEMPERATURE AND HIGH-TEMPERATURE TEMPER
BRITTLENESS
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MASIN, A.

/THUTNICKE LISTY//
00/00/1976,v0031,NO010, PP 0722-0725
COMMON FEATURES OF THE FORMATION OF LOW
TEMPERATURE AND HIGH-TEMPERATURE TEMPER
BRITTLENESS
BISI 15464

REDR, M.
/THUTNICKE LISTY//
00/00/1976,¥0031,N0011, PP 0771-0780
HEAT TRANSFER AND THE SALAMANDER HEAT FIELO
DURING THE CONTINUOUS CASTING OF STEEL
BISI 16337
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PERSPECTIVES FOR THE NEAR FUTURE
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CASTING SEMIS FROM CUSN ALLOY
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LVOVA, H.
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BISI 16208 L]
ELFMARK, JIRI
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ELFMARK, JIRI
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KEPKA, M.
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BISI 16182 #

SNASEL, M.
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SVARBACH, S.
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BISI 16184 ]

KUNC, J.
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SPLICHAL, B.
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APPROVED FOR RELEASE: 2005/08/08 CIA-RDP91-00929R000101180001-0



APPROVED FOR RELEASE: 2005/08/08 CIA-RDP91-00929R000101180001-0

REQOR, M.

/THUTNICKE LISTY//
00/00/1977,¥0032,N----, PP 0013-0016
THE EFFECT OF THE RATE OF REMOVAL OF HEAT FROM
SUPERHEATED STEEL ON SOLIDIFICATION IN THE
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THE EFFECT OF PLASTIC DEFORMATION CONDITIONS
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STEEL CSN 12040
V. E. RIECANSKY TECHNICAL TRANSLATIONS #

SLYSKO, P.
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EFFECT OF WELDING THERMAL CYCLES ON THE EMBRITTLE
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V.E. RIECANSKY YR/924/77 »

SLYSKD, P.
/THUTNICKE LISTY//
00/00/1977,v¥0032,N0003, PP 0186-0194
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MENT OF COLD WORKED SEMI KILLED STEELS
V_E. RIECANSKY TECHNICAL TRANSLATIONS [
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BROZ, L.
/IHUTRICKE LISTY//
00/00/1977,v0032,N0004, PP 0241-0246
DEVELOPMENT TRENDS IN IRONMAKING AND PRODUCTION
OF METALLURGICAL COKE OF THE REQUIRED QUALITY.
BISI 16333 #

KAVICKA, F.
/THUTNICKE LISTY//
00/00/1977,¥0032,N0004, PP 0247-0253
TEMPERATURE FIELDS IN INGOTS AND RECTANGLALAR
INGOT MOULDS 15 PP
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SNASEL, M.
/THUTNICKE LISTY//
00/00/1977,v0032,N0004, PP 0260-0264
KINEMATICS AND ENERGY FORCE MAGNITUDES IN ROLLCING
ON ROTARY PIERCING MILLS
BISI 16183 #

RIMAN, A,
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fIHUTNICKE LISTY//
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KEPKA, M.
/ /HUTNICKE L1STY//
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KRCEK, B.
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KAVICKA, F.
/THUTNICKE LISTY/Z/
00/00/1977,¥0032,N0007, PP 0470-0476
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OPTIMIZATION OF HIGH-SPEED REHEATING OF MINIMIZE
SCALE FORMATION
sBISI 16527 [

KREMER, R.
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SCALE FORMATION
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KRAUZ, S.
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00/00/1977,v0032,N0007, PP 0498-0503
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BISI 16760 3

CHLEBEK, L.
/THUTNICKE LISTY//
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CONTRIBUTION TO IDENTIFYING THE DEVELOPMENT OF
THE ORE SINTERING PROCESS
BISI 16923 J

ELFMAR, J.
//HUTNICKE LISTY//
00/00/1977,v0032,N0008, PP 0559-0566
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J/HUTNICKE LISTY//
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00/00/13877.v0032,NO00B, PP 0567-0571

THE EFFECT OF TEMPERING TEMPERATURE ON THE TENSILE
AND HIGH FREQUENCY FITIGUE CHARACTERISTICS OF
HIGH STRENGTH STEELS

VER: VR/1019/77 ]

STAREK, J.
/THUTNICKE LISTY//
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GEDMETRY OF THE ROOLS FOR MANDREL ORAWING OF
STEEL PRECISION TUBES.
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TREATMENT OF WASTES

sBIST 16750 #

BORSKY, B.

J/HUTNICKE LISTY//
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EFFECT OF THE COMPOSITION OF A MILD PIPE STEEL

ON 1TS SURFACE AND [NTERNAL GQUALITY
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MASIN, A.
/THUTNICKE L1STY//
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PULSATING LOADING
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GAJDORUS, 0.
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BISI 16926 #

GAJDORUS, O.
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BISI 16926 #

SLEBODNIK, V.

/THUTNICKE LISTY//

00/00/1977,v0032,N0009, PP 0647-0653

EFFECT OF THE FLOW RATE AND OXYGEN POTENTIAL OF
GAS ON THE KINETICS OF EVAPORATION OF IRON

VER: VYR/1022/77 "

| RADEX, O.
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RADEK, 0.
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RIMAN, A.
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00/00/1977,v0032,N0010, PP 0692-0699
THE PROBLEM OF THE EFFECT OF HEAT LOSSES ON
THE FALL IN TEMPERATURE OF METAL IN A
STEELMAKING LADLE
BISI 17160 [

KREMER, R.

J THUTNICKE LISTY//
00/00/1977,v¥0032,N0010, PP 0704-0707
VARIATIONS IN THE OUTER HEAT FLOW AND HEAT
TRANSFER COEFFICIENTS DURING REHEATING IN WORKING
SPACE OF A REHEATING FURNACE
«BISI 17311 ]

JANDOS, F.
J/HUTNICKE LISTY//
00/00/1977,v0032,N0010, PP Q714-0717
THE MAGNETIC PROPERTIES OF THE CSN 41 7455
(MN-NI-CR) STEEL IN ANNEALED CONDITION
VER: VR/1066/77 [

BUZEK, Z.
FHUTNICKE LISTY//
00/00/1977,v0032,N0010, PP 0718-0722
THE EFFECT OF RARE EARTH METALS ON THE ACTIVITY
OF SULPHUR, OXYGEN, HYDROGEN AND NITROGEN [N IRON
AT 1 6000C
VER: VR/1067/77 #

SQUSTEK, M.
{THUTNICKE LISTY//
00/00/1977,¥0032,N0011, PP 0766-0772
CENTRIFUGAL CASTING OF SHEET BILLETS FROM
HIGH-ALLOY STEELS
BISI 17306 4

SOUSTEK, M.
//HUTNICKE LISTY//
00/C0/1977,v0032,N0011, PP 0766-0772
CENTRIFUGAL CASTING OF SHEET BILLETS FROM
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A STUDY OF METAL DEFORMATION AND STRESS CONDITIONS
WHEN ROLLING THICK-WALLED ROLLED PRODUCTS
sBI1S1 17307 #
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JICKY, J. T
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BISI 17308 ¥
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ROLLED STEEL PRODUCTS
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SOBOTKA, J. R
/ 1HUTNICKE LISTY//

00/00/1977.¥0032.N0011, PP 0786-0791

THE EFFECT OF A HIGHER VANADIUM CONTENT ON THE

HEAT RESISTANCE OF LOW-ALLOYED CRMOY STEELS

+BISI 17309 ’

STIEBITZ, J. e
[ 1HUTNICKE LISTY//

00/00/1977,¥0032,N0011, PP 0794-0805

DEFECTS IN CONTINUOUSLY CAST STEEL BLANKS

sBISI 17310 ]

STIEBITZ, J. [
f{HUTNICKE LISTY//

00/00/1977,¥0032,N0011, PP 0794-0805

DEFECTS IN CONTINUOUSLY CAST STEEL BLANKS

BISI 17340 ]

MASEK, V.
/1HUTRICKE LISTY//
00/00/1977,v0032,N0012, PP 0843-0847
REDUCTING EMISSIONS WHEN PUSHING COKE QUT OF THE
COKING CHAMBED
BISI 17303 ]

MASEK, V.
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HLOUSEK, J. TR o
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00/00/1977,¥0032,N0012, PP 0855-0858

APPROVED FOR RELEASE: 2005/08/08 CIA-RDP91-00929R000101180001-0



APPROVED FOR RELEASE: 2005/08/08 CIA-RDP91-00929R000101180001-0

COMPUTER ASSISTED DETERMINATION OF THE

TEMPERATURE FIELD OF A MOULD

BISI 17152 (]

BENES, M. TALLTTdeA g
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REDR, M.
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00/00/1977,v0032,N0012, PP 0870-0876
SECONDARY POWER SOURCES IN METALLURGY
sBISI 17154 ]
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SECONDARY POWER SOURCES IN METALLURGY

BISI 17154 ]

MAJERCAKOVA, A. e
JIHUTNICKE LISTY//

00/00/1977,¥0032,N0012, PP 0877-0881

A STUDY OF THE KINETICS OF THE REDUCTION OF THE

FE-#N-0 SYSTEM WITH GASEDUS REDUCING AGENTS
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JASINSKY, Z. RV
fTHUTNICKE LISTY//

00/00/1977,v0032,N0012, PP 0887-0895

MEASUREMENT OF SEVERAL PHYSICAL PARAMETERS OF THE
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«BISI 17288 4

HLOUSEK, J.
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THE EFFECT OF SURFACE STRUCTURES ON THE
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/THUTNICKE LISTY//
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PROBLEMS IN SINTERING PROCESS CONTROL
BISI 17184 ]
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SALAK, A.

/THUTNICKE LISTY//
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BISI 17762 ¥
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BISI 18418 #

PYCHA, B.
JIHUTNICKE LISTY//
00/00/1978,v¥----,N0012, PP 0860-0864
CASTING OF DOUBLE-LAYER COMPOUND INGOTS [N FOUNORY
BISI 18419 #
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KOZUSNIK, 7.
//HUTNICKE LISTY//
00/00/1978,V0003,N----, PP 0632-0637
MANUFACTURE OF TYRE STEEL CORD FROM THE
CZECHOSLOVAK ROLLED WIRE: TESTING IN PRACTICE
BISI 18166 '

DANEL, E.
{THUTNICKE LISTY//
00/00/1978,v0011,N----, PP 0793-0739
MAKING OF STEEL AND ROLLED WIRE FOR TYPE CORDS
8151 18292 [

HERCIK, M.

[ THUTNICKE LISTY//
00/00/1978,v0033, NO0OO1, PP 0004-0007
APPLICATION OF MATHEMATICAL MODELS OF
CARBURIZATION FOR CONDITIONS IN CZECHOSLOVAK COKE
OVEN PLANTS
BIST 17293 ¥

DRABINA, J.
JTHUTNICKE LISTY//
00/00/1978,¥0033,N----, PP 0244-0250
POSSIBLE WAYS OF INFLUENCING THE TEMPERATURE
OF THE COMBUSTION ZONE IN SINTERING IRON ORES
BISI 17947 #

creL, L.
{THUTNICKE LISTY//
00/00/1978,V0033,N----, PP 0285-0287
SCIENTIFIC TECHNICAL AND ECONOMIC INFORMATION
SYSTEM IN THE IRON AND STEEL INDUSTRY
BISI 18481 #

HERCIK, M.

//HUTNICKE L1STY//
00/00/1978,v0033,N0001, PP 0004-0007
APPLICATION OF MATHEMATICAL MODELS OF
CARBURIZATION FOR CONDITIONS IN CZECHOSLOVAK COKE
OVEN PLANTS
BISI 17293 #

HAYER, M.
//HUTNICKE LISTY//
00/00/1978,¥0053,N0C0OY, PP 0022-0028
EXPERIMENTAL CONTROL SYSTEM FOR STEELMAKING
IN AN ELECTRIC ARC FURNACE WITH A COMPUTER
8IS 17148 ¥

HAYER, M.
/IHUTNICKE LISTY//
00/00/1978,¥0033,N0001, PP 0022-0028
EXPERIMENTAL CONTROL SYSTEM FOR STEELMAKING IN AN
ELECTRIC ARC FURNACE WITH A COMPUTER
BISI 17148 2

SOMER, B.
J/HUTNICKE LISTY//
00/00/1978,v0033,N0001, PP 0037-0041
EFFECT OF EDGING ON EXTENSION INTENSITY WHEN
FORGING ON FLAT ANVILS
sBIS1 17294 L]
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HAJKGD, V. IR
/IHUTNICKE LISTY//

00/00/1978,V0033,N0001, PP 0048-0052

KINETIC STUDY OF AGEING IN FE-N BINARY ALLOYS

1BI1S1 17295 #

STIEBITZ, J.
/IHUTNICKE LISTY//
00/00/1978,V0033,N0001, PP 0059-0062
COOLING IN CONTINUOUS CASTING OF STEEL
sBI1S1 17296 ¥

STIEBITZ, J.
JIHUTNICKE LISTY//
00/00/1978,¥0033,N0001, PP 0059-0062
COOLING IN CONTINUOUS CASTING OF STEEL
BISI 1729 »

JASINSKIY, Z.
JIHUTNICKE LISTY//
00/00/1978,V0033,N0001, PP 0063-0067
MEASUREMENT OF PHYSICAL PARAMETERS OF STEELMAKING
LANCES IN A NOZZLE TESTING LABORATORY
BISI 17297 ¥

JASINSKY, Z.
+THUTNICKE LISTY//
00/007/1978,v0033,N0001, PP 0063-0067
MEASUREMENT OF PHYSICAL PARAMETERS OF STEELMAKING
LANCES IN A NOZZLE TESTING LABORATORY
BISI 17297 4

JASINSKY, Z.

//RUTNICKE LISTY//
00/00/1978,V0033,N0001, PP 0063-0067
MEASUREMENT OF SOME PHYSICAL PARAMETERS OF
STEELMAKING LANCES IN A TESTING LABORATORY FOR
NOZZLES
wBIS1 17297 H

PROUZA, M.

//HUTNICKE L1ISTY//
00/00/1978,V0033,NOC02, PP 0079-0083
NO ENGLISH TITLE

sBI1S1 17184 [
PINC, Z.

/ THUTNICKE LISTY//
00/00/1979,v----,N000%, PP 0042-0044

LATEST KNOWLEDGE OF HIGH-SPEED STEELS AND TOOLS
MADE FROM THEM

BISI 18647 ¥
BEER, H.

J/HUTNICKE LISTY//
00/00/1979,v----,N0003, PP 0158-0163

PRESENT STATE AND OUTLOOK FOR UTILIZATION OF
COMPUTING TECHNOLOGY IN BLAST FURNACE PLANT

OF THE NHKG
BISI 18577 ¥
SPLICHAL, B.
//HUTNICKE LISTY//
00/00/1979,v----,NOD04, PP 0228-023)

| S—
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PRESENT DAY POSSIBILITIES OF WIDENING THE COAL
BASE FOR THE MAKING OF METALLURGICAL COKE [N
CZECHOSLOVAKIA PART 3: THE COKING OF RAMMED
PREHEATED CHARGE

BISI 18793 #

SPLICHAL, B.

J/HUTNICKE LISTY//
00/00/1979,¥----,N0O004, PP 0228-0231
PRESENT DAY POSSIBILITIES OF WIDENING THE COAL
BASE FOR THE MAKING OF METALLURGICAL COKE IN
CZECHOSLOVAKIA. PART 3. THE COKING OF RAMMED
PREHEAT CHARGE

BISI 18793 L]
HEKS, K.

/IHUTNICKE LISTY//
00/00/1979,v----,N0O004, PP 0232-0238

STATISTICAL DETERMINATION OF SPECIFIC CONSUMPTION
OF COKE IN MAKING PIG [RON
BISI 18794 ¥

HEKS, K.
/7HUTNICKE LISTY?/
00/00/1979,v----,N0OC04, PP 0232-0238
STATISTICAL DETERMINATION OF SPECIFIC CONSUMPTION
OF COKE IN MAKING PIG IRCN

BISI 18794 []
PRACNY, J.

//HUTNICKE LISTY//
00/00/1979,v----,N0004, PP 0243-0249

A CONTRIBUTION TO THE DISTRIBUTION OF SULPHUR
BETWEEN SLAG AND METAL IN THE PRODUCTION OF
FERROTUNGSTEN

BISI 18643 F]

MACHALEK, V.

TTHUTNICKE LISTY//
00/00/1979,¥----,N0004, PP 0254-0258
PARAMETERS OF MODERN FURNACES FOR HEAT
TREATMENT OF PRODUCTS FOR HEAYY ENGINEERING

8IS 18795 ¥
VOTAVA, 1.

/THUTNICKE L1STY//
00/00/1979,v----,N0004, PP 0263-0268

CONTINUOUS ELECTROLYTIC TINNING OF COPPER WIRES
IN MOLTEN SALTS

BIS! 18736 #
VOTAVA, 1.

I /HUTNICKE LISTY//
00/00/1973,v----,N0004, PP 0263-0268

CONTINUQUS ELECTROLYTIC TINNING OF COPPER WIRES
IN MOLTEN SALTS
BISI 1879% ]

KILNAR, L.
//HUTNICKE L1STY//
00/00/1979,v----,N0005, PP 0306-0311
CHARGING AND PUSHING SCHEOULES FOR LARGE COKING
BATTERIES
BIS! 18806 #
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HLOUSEK, J.
/THUTNICKE LISTY//
00/00/1979,v----,N0005, PP 0315-0321
NUMERICAL SOLUTION OF THE PROBLEM OF TEMPERATURE
FIELD OF SOLIDIFYING STEEL INGOTS

BI1SI 18805 #
SCHMIEDL, J.

FTHUTNICKE LISTY//
00/00/1979,v----,N0005, PP 0322-0325

THE ROLE OF MAGNETITE IN THE FORMATION OF
ACCRETIONS IN COPPER CONCENTRATE PROCESSING
REVERBERATORY FURNACE

BISI 18804 [

LUBYOVA, Z.

/THUTNICKE LISTY//
00/00/1979,¥----,N0005, PP 0340-0346
CONTINUOUS TINNING OF COPPER WIRES -
PART 2- THE PROPERTIES OF TIN COATING

BISI 18803 #
BECVAR, J.

1THUTNICKE LISTY//
00/00/1979,v----,N0006, PP 0385-0389

EFFECT OF NEW STEELMAKING PROCESSES ON QUALETY OF
FERROALLOYS EMPLOYED
8IS! 18812 L]

LISKUTINOVA, ™.
JIHUTNICKE LISTY//
00/00/1979,v----,N0006, PP 0408-0415
A CONTRIBUTION TO THE STUDY OF TRANSFORMATION
MICROCRACKS IN BALL BEARING STEEL

BISI 18814 1]
CIZMARIK, P.

/FHUTNICKE LISTY//
00/00/1979,¥----,N0007, PP 0473-0477

MANUF ACTURE OF CORROSION RESISTANT STEELS WITH
MINIMAL LEVELS OF CARBON
BISI 18892 "

TUREK, J.
/THUTNICKE LISTY//
00/00/1979,v----,N0007, PP 0478-0484
EFFECT OF SLAG ON GUALITY OF A VACUUM TREATED
STEEL ALLOYED BY TITANIUM
BISI 28831 #

KONVICNY, J.

JJHUTNICKE LISTY//
00/00/1979,V----,N0007, PP 0484-0488
EFFECT OF DEVIATIONS IN THE CONDITIONS OF ROLL NG
PROCESS ON VARIATONS IN ROLLING FORCE AND ON THE
QUTLET HEIGHT OF ROLLING STOCK

BISI 18890 ¥
UNKNOWN

//HUTNICKE LISTY//
00/00/1979,V----,N0010, PP 0691-0638

RESEARCH ON SOLIDIFICATION OF HEAVY INGOTS By
NUMERICAL PROCESS CONTROL 20 PP
ouo
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JPRS L/8935 ]

MAJERCAK, ST.
7 HUTNICKE LISTY//

00/00/1979,v0007 ,N----, PP 0462-0466
SINTERING OF FEMNC PRODUCTION FLUE DUST
BIS! 18893 X
TUMA, J.
/1HUTNICKE LISTY//
00/00/1980,v----,N----, PP 0232-0236

EVALUATION OF THE MIXING EFFECT OF THROUGH-FLOW
EQUIPMENT BY MEASURING THE TIME OF PASSAGE OF
THE MIX PARTICLES

BISI 19462 [
BENES, M.

//HUTNICKE LISTY//
00/00/1980,V----,N0Q03, PP 0169-0174

STATISTICAL PROCESSING OF MEASURED VALUES IN THE
UPSETTING TEST

BISI 19472 "
VASILKO, K.

{/HUTNICKE LISTY//
00/00/1980,Y¥----,NO003, PP 0180-0186

RESULTS OF INVESTIGATION INTO EFFECT OF 1SOTHERMAL
ANNEALING OF STEEL ON MACHINABILITY

BISI 20267 u
POLANSKY, R.

1IHUTINICKE LISTY//
00/007/1980,v----,NO003, PP 0197-0203

POSSIBILITIES OF DECREASING SPECIFIC

CONSUMPTION OF ELECTRIC POWER, INCLUDING
INVESTMENT COSTS IN ROLLING MILL PLANTS

BISI 19473 3

KESSLER, M. F.

{THUTNICKE LISTY//
00/00/1980,V----,NO004, PP 0227-0231
PRESENT-DAY METHODS OF EVALUATING MECHANICAL
STRENGTH OF BLAST FURNACE COKE

BISI 19461 [
HLOUSEK, J.
//HUTNICKE LISTY//
00/00/1980,V---~,N0O004, PP 0237-0240
INGOT TO INGOT MOULD HEAT TRANSFER
BISI 19539 »
MACURA, P.
/{HUTNICKE LISTY//
00/00/1980,v----,N0004, PP 0244-0247

STUDY OF FLOW OF METAL DURING ROLLING USING A&
HIGH-SPEED CAMERA
BISI 13463 i

KILNAR, L.

//HUTNICKE LISTY//
00/00/1980,v----,N0005, PP (0307-0310
EFFECT OF CYCLIC COOPERATION IN COKE OVENS ON THE
COURSE OF GAS EVOLUTION IN A SPLIT COKE OVERN
BATTERY
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BIST 13529 ]

TUMA, J.

{{HUTNICKE LISTY//
00/00/1980,v----,NO00S, PP 0311-0316
THE EFFECT OF UNIFORM COMPOSITION OF SINTER CHARGE
ON FUEL CONSUMPTION AND SINTERING STRAND QuTeuT
BISI 19465 ]

ZAMYSLOVSKY, Z.
//HUTRICKE LISTY//
00/00/1980,v----,NO0QS, PP 0322-0328
PORPOSAL OF OPTIMUM DRAUGHTS AT ROLLING HEAVIER
INGOTS ON BLOOMING MILLS
BISI 19530 »

GOCAL, J.
/THUTNICKE LISTY//
00/00/1980,v-~--,N0O00S, PP 0328-0332
MORE EFFECTIVE BRAKING IN FEEDING EQUIPMENT
ENHANCES PILGER-ROLLING OUTPUT

BISI 19540 &
DRABINA, J.

1 HUTNICKE LISTY//
00/00/1980,v---~,N0006, PP 0388-0392

THE INFLUENCE OF ADMISTURE OF GRANULOMETRICALLY
TREATED SINTER UPON THE PERFORMANCE OF THE BLAST

FURNACE
BIS! 19670 #
PESKA, R.

7 /HUTNICKE LI1STY//
00/00/1980,V---- ,NO0O6, PP 0338-0404
THE DEVELOPMENT OF “OXYVIT™ STEELMAKING IN
VITKOVICE
BISI 19534 ]
BINA, V.

/TRUTNICKE LISTY//
00/00/1980,V-~--,NO006, PP 0410-0414

AN OBJECTIVE EVALUATION OF DATA FROM NOTCH
TOUGHNESS TESTS

BISI 19460 [
REOR, M.

//HUTNICKE LISTY//
00/00/1980,v----,NO006, PP 0422-0430

WAYS OF REDUCING ENERGY REQUIREMENTS [N
METALLURGICAL INDUSTRY

BISI 1971 ]
ZADNY, 1.

//HUTNICKE LISTY//
00/00/1980,v----,N0007, PP 0466-0472

DESULPHURIZATION OF PIG [RON IN CZECHOSLOVA
METALLURGICAL PLANTS

BISI 19807 4
HASEK, P.

#/HUTNICKE LISTY//
00/0071980,v----,NO007, PP 0472-0479

EVALUATION OF HEAT LOSSES THROUGH FOUNDRY LADLE
LINING FOR EXTRA-FURNACE METALLIRGY
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BISI 19677 '
REDR, M.

FHHUTNICKE LISTY//
00/007/1980,v---- ,NOOO7, PP 0480-0487

DETERMINATION OF KINETICS OF THERMAL FIELDS OF
SECTION ROLLING STOCK DURING HOT ROLLING
BIS! 19678 #

LOBL, K.

J/HUTNICKE LISTY//
00/00/1980,v----,N0007, PP 0493-0497
PHASE TRANSFORMATIONS IN NITROGEN-ALLOYED TYPE
16CR 14N1 2.5M0 AUSTENITIC STEEL DURING LONG-TERM
THERMAL LOADING

BISI 19927 4
LOBL, K.

/IHUTNICKE LISTY//
00/00/1980,v---~-,NO007, PP 0493-0497

PHASES TRANSFORMATIONS IN NITROGEN-ALLOYED TYPE
16CR 14N 2 .5M0 AUSTENITIC STEEL DURING LONG-TERM
THERMAL LDADING

BISI 19927 #
DROZD, V.

/THUTNICKE LISTY//
00/00/1980,V----,N0007, PP 0498-0503

REHEATING AND COOLING OF INGOTS WITH RESPECT OF
APPLICATION OF THE JTS METHOD OF FORGING

BISI 19679 %
OROZD, V.

JIHUTNICKE L1ISTY//
00/00/1980,v----,NO007, PP 0498-0503

REHEATING AND COOLING OF INGOTS WITH RESPECT 10
APPLICATION OF THE JTS METHOD OF FORGING
BISI 19679 ¥

CHOCHOLAC, M.

//HUTNICKE LISTY//
00/00/1980,v----,N0O008, PP 0530-0535
SEALING COKE OVEN RETORT

8ISI 19808 [
VESELY, K.

//HUTRICKE LISTY//
00/00/1980,¥----,N0008, PP 0536-0540

MODEL RESEARCH IN BURNING PROCESS IN THE
COMBUSTION SHAFT OF A HOT BLAST STOVE

8IS 19809 "
LANDOVA, S.

/THUTNICKE LISTY/7/
00/00/1980,V----,NO0O8, PP 0541-0549

MICROCLEANNESS, MORPHOLOGY AND COMPDSITION DF
SOME PHASES IN FERROCHROMIUM

BIS1 13668 #
STANEK, P.

JJHUTNICKE L1STY//
00/00/1980,v----,N0008, PP 0565-0568

EFFECT OF THE TYPE OF INCLUSION ON THE MECHANICAL
PROPERTIES OF METALLIC MATERIALS
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BISI 19810 []

RIMAN, A
{ TRUTNICKE LISTY//
00/00/1980,v----,N0008, PP 0569-0572
THERMO- TECHNICAL CALCULATION OF A RECUPERATOR FOR
CHECKING SOIDIUM INSTALLATION
BISI 19669 ]

JEZEK, J.
/IHUTNICKE LISTY//
00/00/1980,V----,N0009, PP 0620-0624
MODELLING OF FLOW PATTERNS IN CONTINUOUS CASTING
OF STEEL

BISI 19811 L]
SPLICHAL, B.

//HUTNICKE LISTY//
00/00/1980,v----,N0010, PP 0678-0691

TECHNOLOGY OF MAKING BLAST FURNACE COKE IN
CZECHOSLAYAKIA: FUTURE QUTLOOK

B8ISI 19928 [
PACL, P.
{ FHUTNICKE LISTY//
00/00/1980,v----,NO010, PP 0709-0713
DEFECTS OF ORIENTED TRANSFORMER STRIPS
BISI 19929 ¥
PACL, P.
//HUTNICKE LISTY//
00/00/1980,v----,N0010, PP 0709-0713
DEFECTS OF ORIENTED TRANSFORMER STRIPS
BISI 19929 [
KUSOVSKY, D.

+RUTNICKE LISTY//
00/007/1980,V----,N0010, PP 0714-0717
APPLICATION OF CONTROL-COOLED ROLLED WIRE AS
PRESTRESSED REINFORCEMENT TO MANUFACTURE OF
STRANDED WIRES
BISI 19930 #

BECVAR, J.

//HUTNICKE LISTY//
00/00/1980,V----,N0O012, PP 0887-0891
THE IMPORTANCE OF TESTING THE PROPERTIES OF
GRAPHITE ELECTRODES TO REDUCE PROCESSING COSTS IN
THE MANUFACTURE OF STEELS IN ELECTRIC ARC
STEELMAKING FURNACES

BISI 19933 ]
BECVAR, J.

7 IHUTNICKE LISTY//
00/00/1980,v----,NO012, PP 0887-0891

THE INPORTANCE OF TESTING THE PROPERTIES OF
GRAPHITE ELECTRODES 0T REDUCE PROCESSING COSTS IN
THE MANUFACTURE OF STEELS IN ELECTRIC-ARC
STEELMAKING FURNACES

BIST 19933 #

HEJDUK, J.
J/HUTNICKE LISTY//
00/00/1980,¥0007 ,N----, PP 0459-046b
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AN INCREASE IN MGO CONTENT IN BLAST-FURNACE SLAG
AND ITS INFLUENCE UPON TECHNICAL-ECONOMICAL
INDEXES OF BLAST FURNACES

BISI 13806 ]

SICHA, M. N
/IHUTNICKE LISTY// i

00/00/1980,V0012,N----, PP 0866-0876 i

CAUSES OF CRACK FORMATION ON THE SURFACE OF

SEMI-FINISHED PRODUCTS OF STEELS WITH INCREASED

CONTENTS OF MANGANESE AND ALUMINIUM

BISI 19931 ’

MARCOL, J.
//HUTNICKE LISTY//
00/00/1980,V0012,N----, PP 0877-0882
THE INFLUENCE OF THE WIRE ORAWING MACHINE UPON
THE QUALITY OF STEEL WIRE

BISI 19932 ¥

STROBL, R.
JTHUTNICKE LISTY//

00/00/1981,v----,NOQO1, PP 0019-0023

STAINLESS STEELS WITH IMPROVED MACHINABILITY

BISI 20083 ]

BENES, F. B -
/THUTNICKE LISTY//

00/00/1981,V----,N0O001, PP 0024-0028

THE SIGNIFICANCE OF SULPHUR AND INCLUSIONS IN
AUSTENITIC CRNIMO STEEL FOR POWER ENGINEERING
BISI 19934 #

S0BOTKA, J.

JIHUTNICKE LISTY//
00/00/1981,v----,N0001, PP 0029-0035
THE EFFECT OF NITROGEN ON MECHANICAL AND
HIGH-TEMPERATURE PROPERTIES OF LOW-CARBON
AUSTENITIC CRNIMO STEELS

BISI 20081 #
BREZINA, J.

7 HHUTNICKE LISTY//
00/00/1981,v----,NO001, PP 0035-0041

EVALUATION OF STRUCTURE AND 1TS EFFECT ON THE
PROPERTIES OF HIGH STRENGTH STEELS

BISI 19935 #
BREZINA, J.

//HUTNICKE LISTY//
00/00/1981,v----,NC001, PP 0035-0041

EVALUATION OF STRUCUTRE AND 1TS EFFECT ON THE
PROPERTIES OF HIGH STRENGTH STEELS
BISI 19935 ¥

RIHA, K.

//HUTNICKE LISTY//
00/00/1981,v----,N0002, PP 0087-0095
INTENSIFICATION OF SLAG FORMATION IN OxYGEN
STEELMAKING PROCESSES
BISI 20180 #

MASEK, V.
JIHUTNICKE LISTY//
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00/00/1981,v-~---,N0002, PP 0118-0122

SOME PROBLEMS OF ENVIRONMENTAL PROTECTION IN A
METALLURGICAL PLANT

BIS1 20181 ]

ORLIK, M.
JIHUTNICKE LISTYZ/
00/00/1981,v----,N0003, PP 0155-0158
MODERN CONTROL OF FIRING OF A COKE-QVEN BATTERY
B1SI 20247 ¥

DROZD, V.
/1RUTNICKE LISTY//
00/00/1981,V----,N0003, PP 0163-0168
POSSIBLE UTILIZATION OF HEAT CONTENT OF FORGING
INGOTS BY NEW TECHNOLOGY

BIS1 20182 [
HRADILEK, Z.
/IHUTNICKE LISTY//
00/00/1981,v----,N0004, PP 0230-0235
CONTROL OF POWER INPUT IN ELECTRIC ARC FURNACES
BISI 20252
OCHOZKA, J.
/IHUTNICKE LISTY//
00/00/1981,¥----,N0005, PP 0318-0325

AUTOMATED CONTROL SYSTEM FOR OXYGEN CONYVERTER
STEELWORKS. PART 1.
BISI 20254 #

PARMA, V.

I THUTNICKE LISTY//
00/00/1981,v----,N0006, PP 0402-0406
POSSIBLE METHODS OF ENHANCING THE
DESULPHURIZATION EFFICIENCY OF LIME BY LIGUEFYING
AGENTS
BISI 20376 ]

OCHOZKA, J.
7/ /HUTNICKE LISTY//
00/00/1981,v----,N0006, PP 0407-0411
TECHNICAL SOLUTION OF THE CONTROL SYSTEM OF A
BOC-STEELWORKS
BIST 20255 ¥

MOTYCKA, V.
JHHUTNICKE LISTY//
00/00/1581,v0036,N0001, PP 0003-0008
PROBLEMS IN ESTABLISHING THE QUALITY OF
METALLURGICAL COKE
BISI 1979% "

MOTCYKA, V.
/JHUTNICKE LISTY//
00/00/1981,v0036,N000t, PP 0003-0008
PROBLEMS IN ESTABLISHING THE GQUALITY OF
METALLURGICAL COKE
BISI 19796 4

MOTYCKA, V.
//HUTNICKE LISTY//
00/00/1981,v0036,N0001, PP 0003-0008
PROBLEMS IN ESTABLISHING THE QUALITY OF
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METALLURGICAL COKE

BISI 197% ]

GERLE, L. L N
//HUTNICKE LISTY//

00/01/1981,v--~-,N0001, PP 0001-0002

RAW MATERIALS, ENERGY PROBLEMS HINDER CSSR
HETALLURGY PROGRESS 4 PP

ouo

JPRS L/9%18 ]

UNKNOWN
/THUTNICKE LISTY//
00/02/1981,¥----,N0002, PP 0148-0149
SLOWER GROWTH, BETTER QUALITY TARGETED IN CSSR
METALLURGY 4 PP
0uo
JPRS 119750 '

GERLE, LADISLAV
JHHUTNICKE LISTY//
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//HUTNIK [PRAGUE)//
00/00/1977,v0027 ,NOOO3, PP 0105-0107
SERVICE LIFE OF RECUPERATORS OF THE SOAKING PIT

1BIS] 16181 #

JANDOS, F.
1/HUTNIK (PRAGUE )/ /
00/00/1977,v0027 ,NOOO3, PP 0108-0110
LAMINAR-TYPE DEFECTS ON THE RUPTURED SURFACE OF A
ROLL OF 9 CHF STEEL
BISI 16505 4

JANDOS, F.
/IHUTNIK (PRAGUE I/ /
00/00/1977,v0027,N0003, PP 0108-0110
LAMINAR-TYPE DEFECTS ON THE RUPTURED SURFACE OF
A ROLL FROM 9 CHF STEEL.
tBIS] 16505 #

MEORICKY, Z.
/IHUTHIK (PRAGUE) //
00/00/1977,v0027 ,N0004, PP 0123-0126
OPERATION OF A DRY-QUENCHING STATION FOR COKE
BISI 16315 [

LANC, 0.

//HUTNIK 1PRAGUE I //
00/00/1977,v0027,N0004, PP 0132-0134
LINKING THE COMPUTER SYSTEM OF A CHEMICAL
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LABORATORY TO THE SYSTEM OF OPERATIVE CONTROL OF
STEELWORKS
BISI 16316 ¥

STIKR, J.
//HUTNIK (PRAGUE 1/ /
00/00/1977,v0027 ,N0004, PP 0138-0146
OPTIMUM PLANT FOR THE ROLLING OF STRIPS FROM
STEELS OF CLASS 17 UNDER CONDITIONS EXISTING
IN CZECHOSLOVAKIA
BISI 16317 ]

PASTRNAK, Z.
J7THUTNIK (PRAGUE 1 //
00/00/1977,v0027,N0004, PP 0146-0150
WIDENING DURING THE ROLLING OF PLATES
BISI 16318 i

BENES, 1.
//HUTNIK (PRAGUE 1 /¢
00/00/1977,v0027 ,N0004, PP 0151-0153
TESTING THE OEFECTS OF TUBES AND ROOS.
1BISI 16495 #

BENES, 1.

{ THUTNIK {PRAGUE | /7
00/00/1977,v0027 ,NOOO4, PP 0151-0153
TESTING THE DEFECTS OF TUBES AND RODS

BISI 16495 4

ZADRAZIL, J.

/7HUTNIK (PRAGUE |/ /
00/00/1977,v0027,N0004, PP 0154-0158
REDUCING HEAT CONSUMPTION [N METALLURGICAL AND
ENGINEERING FURNACES BY APPLYING CERAMIC FIBRES.
1BISI 16496 #

COMAJ, ™.
/PHUTNIK (PRAGUE I //
00/00/1977,v0027,80005, PP 0168-0173
HOT-METAL SPRAYING FOR RENEWING MACHINE PARTS
IN METALLURGICAL WORKS
8ISI 16919 L]

COMAY, J.
/1 FHUTNIK (PRAGUE 1/ /
00/00/1977,v0027,N0005, PP 0168-0173
HOT-METAL SPRAYING FOR RENEWING PARTS IN METALL
URGICAL WORKS
BISI 16919 [

ZURAY, S.
f/HUTNIK (PRAGUE) 7/
00/00/1977,v0027,N0005, PP 0177-0180
DRYING AND HEATING THE LINING CF 5007 MOBILE
HOT PIG-I1RON MIXERS.
1BIST 16492 E]

ZURAY, S.
1 1HUTNIK  [PRAGUE )/ /
00/00/1977,v0027,NO0OS, PP 0177-0180
DRYING AND HEATING THE LINING OF 500 T MOBILE HGT
PIG-1RON MIXERS
BISI 16492 #
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KUFA, F.
JTHUTNIK (PRAGUE }/ /
00/00/1977,v0027,NO005, PP 0181-0187
ROLLING WIRE FROM CSN GRADE 17 STEEL.
s8I1SI 16433 [

KUFA, F.
/IHUTNIK (PRAGUE 1/ /
00/00/1977,v0027 ,NO0Q5, PP 0181-0187
ROLLING WIRE FROM CSN GRAOE 17 STEEL
BISI 164933 #

SELONK, B.
//HUTNIK (PRAGUE) //
00/00/1977,v0027,N0005, PP 0188-0192
MEASUREMENT OF THE POWER-FORCE PARAMETERS IN THE
DIAGONAL ROLL ING PROCESS WITH A LABORATORY ROLLING

MILL
BISI 16494 ]
SELONK, B.

/7HUTNIK (PRAGUE)/ /
00/00/1377,v0027,N0005, PP 0188-0192
MEASUREMENT 0OF THE POWER-FORCE PARAMETERS [N THE
DIAGONAL ROLLING PROCESS WITH A LABORATORY
ROLLING MILL.
sBIS] 16494 ]

KERNOVA, J.

//HUTNIK {PRAGUE !/ /
00/0071977,V¥0027 ,NOO05, PP 0193-0194
REFINING SULPHUR IN TRAIL HEATS OF ORIENTED TRANS
FORMER STRIP DURING HIGH-TEMPERATURE ANNEALING IN
ELECTRIC HOOD-TYPE FURNACES.
BISI 16920 ¥

KEPKA, M.
F/HUTNIK (PRAGUE 1//
00/00/2977,v0027,N0006, PP 0203-0206
EFFECT OF THE OUTSIDE-FURNACE REFINING MOCE ON
CLEANNESS OF CARBON STEEL FOR CRANKSHAFTS.,
sBIS] 16537 ]

KEPKA, M.
//HUTNIK (PRAGUE )/ /
00/00/1977,v¥0027,N0006, PP 0203-0206
EFFECT OF THE OUTSIDE-FURNACE REFINING METHOO ON
PURITY OF CARBON STEEL FOR CRANKSHAFTS
BISE 16537 1

SEDIVEC, J.
I THUTNIK (PRAGUE 1/ /
00/00/1977,v0027,N0006, PP 0207-0214
FORMABILITY TESTS ANOC THEIR UTILISATION
BISI 16485 #

SEDIVEC, J.
/THUTNIK (PRAGUE) /i
00/00/1977,v0027 ,NOOO6, PP 0207-0214
FORMABILITY TESTS AND THEIR UTILIZATION
«BISI 16485 ¥

JANDOS, F.
//HUTNIK PRAGUE://
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00/00/1977,v0027 ,NOOO6, PP 0215-0219

USEFULNESS OF TITANIUM IN HIGH-CARBON MNNICR
AUSTENITIC STEEL

BISI 16486 »

JANDOS, F.
J/HUTNIK (PRAGUE//
00/00/1977,v0027,N0006, PP 0215-0219
USEFULNESS OF TITANIUM IN HIGH-CARBON MNNICR
AUSTENITIC STEEL.
BISI 16486 ¥

PERLIK, J.
FIHUTNIK (PRAGUE I/ /
00/00/1977,v0027,N0006, PP 0220-022%
INCREASING THE SERVICE LIFE AND OPERATIONAL
RELIABILITY OF LARGE FORGING OIES
BISI 16487 "

BERLIK, J.

/THUTNIK (PRAGUE//
00/00/1977,v0027 ,N0006, PP 0220-0225

INCREASING THE SERVICE LIFE AND OPERATIONAL
RELIABILITY OF LARGE FORGING OIRELIABILITY OF
LARGE FORGING DIES
1BISI 16487 I

BURDA, S.
//HUTNIK (PRAGUE)//
00/00/2977,v0027,N0O006, PP 0226-0231
ELECTROSLAG WELDING IN LARGE FORGINGS.
1BISI 16538 [

BURDA, S.

/THUTNIK (PRAGUE I/ /
00700/1977,v0027 ,NO006, PP 0226-023!
ELECTROSLAG WELDING OF LARGE FORGINGS

BISI 16538 ‘

PLANKA, B.
#THUTNIK {PRAGUEH/ ¢
00/00/1977,v0027 ,NO007, PP 0243-0249
EXPERIENCE ACQUIRED OF BLAST FURNACE CONTROL WITH
A COMPUTER
1BI1S] 16754 ]

URBANEC, M.
//HUTNTK IPRAGUE + £/
00/0071977,v0027 ,N0007, PP 0250-0256
OPTIMIZATION OF STEELMAKING TECHNOLOCY FOF
ORIENTED TRANSFORMER BANDS
1BISE 16481 #

URBANEC, M.
+1HUTNIK IPRAGUE } /¢
00/007/1977,v0027 ,NOOO7, PP 0250-0256
OPTIMIZATION OF STEELMAKING TECHNOLOGT FQOR ORIEN
TED TRANSFORMER STRIP
BISI 16481 fl

NAJZER, V.
fIHUTNTK (PRAGUE /¢
00/00/1977,v0027,N0007, PP 0261-0264
ROLLING OF 1 AND U SECTIONS IN TWO-HIGH MILLS B
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MEANS OF ANELS WITH UNDRIVEN VERTICAL ROLLS
1B1SI 16539 §

NAJZER, V.
JTHUTNIK IPRAGUE Y/ /
007/00/1977,¥0027 ,NOCO7, PP 0261-0264
ROLLING OF I AND U SECTIONS IN TWO-HIGH MILLS
WITH PANELS WITH UNDRIVEN VERTICAL ROLLS
BISI 16539 #

PASTRNAK, Z.
JIHUTNIK IPRAGUE H//
00700/1977,v0027 ,NOOO7, PP 0264-0268
APPLICATION OF SLOT TESY OF DETERMINE THE CU
EFFICIENT OF EXTERNAL FRICTION WHEN HOT
ROLLING.
1BIST 16540 "

PASTRNAK, A,
FIHUTNIK [PRAGUE S/ /
00/00/1977,v0027 ,NOOO7, PP 0264-0268
APPLICATION OF SLOT TEST TO DETERMINE COEFFICIENT
OF EXTERNAL FRICTION WHEN HOT ROLLING
BISI 16540 ]

KEPKA, M.
//THUTNIK 1PRAGUEI//
00/00/1977,¥0027,NO008, PP 0293-0296
COMPARING THE PURITY OF CRANKSHAFT STEEL MADE
IN ACID AND BASIC FURNACES.
1BIS1 16541 #

KEPKA, M.
/tHUTNIK (PRAGUE 17/ .
00/00/1977,v0027 ,NO008, PP 0233-029
COMPARING THE PURITY OF CRANKSHAFT STEEL MADE IN
ACID AND BASIC FURNACES.
BISI 16541 a

SEDIVEC, J.
//HUTNIK (PRAGUE)//
00/00/1377,v0027 ,NO008, PP 0304-0310
CLOSING OF INTERNAL CAVITIES 8Y UPSETTING.
1BISI 16542 [

SEDIVEC, J.
//HUTNIK IPRAGUE } /7
00/00/1977,v0027,N0008, PP 0304-0310
CLOSING OF INTERNAL CAYITIES BY UPSETTING
BIS! 16542 "

FILIP-BUJNACEK, M.
//HUTNIK {(PRAGUE}/f
00/0071977,v0027 ,NOOQY, PP 0326-0329
SIMULTANEQUS BURNING OF NATURAL GAS AND Oiv IN &
BLAST FURNACE .
sBISI 16744 4

BRUK, R.
//HUTNIK [PRAGUE! !/
00/0071977,¥0027 ,NOGOY, PP 0330-0332
METHODS OF IMPROVING THE HEAT SCHEDULE IN OPEN
HEARTH FURNACES
sBISI 16745 4
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JANAK, O.
JTHUTNIK IPRAGUE +//
00/00/1977,v0027,N0003, PP 0335-0341
NEW REFRACTORIES MADE BY THE SLOVAK MAGNESITE
WORKS
tBIS] 16746 ¥

BUZEK, Z.
J/HUTNIK (PRAGUE) //
00/00/1977,v0027 ,NOO10, PP 0365-0373
DEOXIDATION AND ELECTRIC STEEL PRODUCTION.
BISI 17164 [

RIHA, K.
//HUTNIK (PRAGUE) /¢
00/00/1977,v0027 ,NOQ10, PP 0374-0376
LIGUID DEOXIDIZERS FOR CHEMICAL CAPPING OF
RIMED STEEL.
BISI 17165 ]

ZIDEK, A.
JTHUTNIK (PRAGUE I/ /
00/00/1977,v0027 ,N0010, PP 0377-0379
EFFECT OF ANNEALING ATMOSPHERESON THE PROPERTIES
OF TRANSFORMER STEEL BANDS
BISI 17166 v

VLASTNIK, J.
/7HUTNIK (PRAGUE !/ /
00/00/1977,vV0027 ,NOO10, PP 0384-0387
DURABILITY OF STEEL UNDER EXTREME CORROSION CON
DITIONS IN MINES OF THE OSTRAVA-KARVINNA COAL

AREA
BISI 16932 4
HOSNA, B.

7 IHUTNIK (PRAGUE)//
00/00/1977,v0027,N0O010, PP (0391-0394
HEATING OF THE WIRE AND DIE DURING ORAWING
1BISI 16743 []

PONEVAC, J.

FIHUTNIK LPRAGUE S/ /
00/00/1977,v0027,N0011, PP 0403-0408
THE INFLUENCE OF ENRICHING THE BLAST WITH OxYGEN
UPON THE MANUFACTURE, PROPERTIES AND APPLICATION
OF BLAST FURNACE GAS
8IS1 17305 ¥

PONEVAC, J.

//HUTNIK tPRAGUE J /1
00/00/1677,¥0027,N0011, PP G403-0408
THE INFLUENCE OF ENRICHING THE BLAST WITH OXYGEN
UPON THE MANUFACTURE, PROPEFTIES AND APPLICATION
OF BLAST FURNACE GAS IN THE EAST SLOVAKIAN [RON
AND STEEL WORKS

BISI 17305 4

JENIK, V.
/1 /HUTNIK {PRAGUE L/ /
00/00/1977,vG027 ,NOO11, PP 0403-0414
PRODUCTION OF FREE CUTTING BALANCED STEEL WiTH
RAISED MN AND S CONTENTS IN TANDEM FURNACES.
BISI 17157 ]
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SNASEL, M.
/HHUTNIK (PRAGUE ) //
00/00/1977,¥0027 ,NCO1Y, PP 0419-0423
CALCULATION OF DEFORMATION OF A TUBE WHEN ROLLED
IN THE SMOOTHING STAND
BISI 17158 [

SOMMER, B.
//HUTNIK 1PRAGUE /7
00/00/1977,v0027 ,NOO11, PP 0427-0430
PRESNET-DAY FORGING INGOTS
BISI 17159 4

DRABINA, J.
{/HUTNIK (PRAGUE )/ /
00/0071977,V0027,N0012, PP 0446-0451
ASSESSING THE MECHANICAL STRENGH OF SINTER B7
DRUM ABRASION AND SHATTER TESTS
BISI 17301t L]

PYCHA, P.
//HUTNIK (PRAGUE !/ /
00/00/1977,v0027,N0012, PP (0452-0454
INFLUENCE OF BITUMEN COATING ON THE SERVICE LIFE
OF INGOT MOULDS
BISI 17302 #

SALAK, A.
/IHUTNIK (PRAGUE )/ /
00/00/1977,v0027 ,N0012, PP 0457-0460
FERRIC OXIDE RECOVERED FROM EXHAUSTED PICKLING
BATHS: 17S PROPERTIES AND UTILIZATION
8IS 17300 "

SALAK, A,
//HUTNIK (PRAGUE)//
00/00/1977,v0027,N0OG12, PP 0457-0460
FERRIC OXIDE RECOVERED FROM EXHAUSTED PICKLING
BATHS: TS PROPERTIES AND UTILIZATION
BISI 17300 1]

KRAUZ, S.
//HUTNIK (PRAGUE I/ /
00/00/1977,v0032,N0007, PP 0498-0503
A CONCEPT OF PROCESSING STEELMAKING SLAGS [N THE

TRINEC IRON AND STEEL WORKS

tB1S] 16760 ¥
GAJGORUS, 0.

JTHUTNIK {PRAGUE I/ /
00/00/1978,V----,N0005, PP 0191-0195

WAYS OF REDUCTION OF DRAWING FORCE IN THE COLD
DRAWING OF WIRES AND ROOS
BIS! 17760 #

PLANKA, B.
JJHUTNIK (PRAGUE) 7/
00/00/1978,v0028,N0001, PP 0007-0011
CONTROL COMPUTERS IN BLAST FURNACE OPERATION
BISI 17285 2

PRANCY, J.
JJHUTNIK (PRAGUE 1/ /
00/00/1978,¥0028,NOOO1, PP 0013-0021 B
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AN INTEGRATED PROGRAMME FOR TESTING NEW EGUIPMENT
IN EXTENDING THE MANUFACTURE OF FERROALLOYS
BISI 17286 [

VELICKA, B.
{THUTNIK (PRAGUE Y/ /
00/00/1978,v¥0028,N0002, PP 0053-0055
EXTENDING THE LIFE OF STEELMAKING MOULDS BY
PROTECTING THEIR WORKING SURFACE.
BISI 17289 [

VELICKA, B.
1 /HUTNIK (PRAGUE) //
00/00/1978,V0028,N0002, PP 0053-0055
EXTENDING THE LIFE OF STEELMAKING MOULOS BY
PROTECTING THEIR WORKING SURFACE
+BIST 17289 #

SCHIFFAUER, L.
f{HUTNIK (PRAGUE//
00/00/1979,V----,N0O001, PP 0005-0009
CHANGES IN SINTER SIZE DISTRIBUTION BETWEEN THE
SINTERING PLANT AND THE BLAST FURNACE
BISI 18646 #

HYSPECKY, L.
//HUTNIK IPRAGUE 1 //
00/00/1979,v----,N0004, PP 0152-0156
UTILIZATION OF MICROALLOYED STEELS IN AUTOMOBILE
INDUSTRY
BISI 18637 ¥

VRAGA, J.

//HUTNIK (PRAGUE !/ /
00/00/1980,v----,N0G12, PP 0446-0449
PROBLEMS OF THE DEVELOPMENT OF AGGLOMERATION

TRUCKS
8ISl 20079 ]
VLASAK, J.
{HUTNIK (PRAGUE!//
00/00/1981,v---- ,NO0O04, PP 0121-0123

THE PRESENT STATE IN THE ECONOMY OF SCRAP METAL

IN CZECHOSLOVAKIA AND THE TREND IN BENEFICIATION
BY THE METAL SCRAP INDUSTRY

BISI 20374 "

MAINDA, €.

/HUTNIK {PRAGUE )/ /
00/00/1981,V----,NO004, PP 0134-0137
CLOSED-CIRCUIT TELEVISION IN A STEELMAKING SHOP
BIS1 20375 ’

VESELY, R.

JJHUTNIK (PRAGUE )/ /
00/00/1981,v----,N0O005, PP 0163-0171
UTILIZATION OF HORIZONTAL SLIDING PROBES T0 CHECH
AND CONTROL COUNTERCURRENT FROM THE TOP IN A BLAST
FURNACE
B1IS1 20272 #

WEGRZYN, J.
//THUTNIK - KATOWICE//
00/00/1972,¥0033,N0005, PP 0216-0224
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THE INFLUENCE OF HYDROGEN UPON THE STRESS
CORROSION OF AUSTENITIC STEELS AND BRASS, AND

ALSO THEIR WELDED JOINTS

C.E. TRANS 7362 ¥

GORNIK, S.
//HUTNIK KATOWICE//
00/00/1973,V0040,N0003, PP 0130-0136
SURFACE DEFECTS IN LOW-C AL-KILLED
SHEET AND STRIP
v BISI 13086 []

MASLANKA, A
7 THUTNIK KATOWICE//
00/00/1975,V0042,N0011, PP 0419-0421%
TWO-LAYER SINTERING OF IRON ORES
BISI 15730 #

KROL, L.
/IHUTNIK KATOWICE//
00/00/1976,¥0043,N0011, PP 0473-0476
TESTING THE SUITABILITY OF CHARGE MATERIALS FOR
THE BLAST FURNACE PROCESS
8ISl 15314 k]

SIWEJ, H.
//HUTNIK KATOWICEZ/
00/00/1977,v0044 ,N----, PP (307-0310
NUMBERS 7 AND 8
EFFECT OF ELECTROSLAG REMELTING (ESRI ON THE PRO-
PERTIES OF HEAT-TREATMENT ALLOYED STRUCTURAL

STEELS
BISI 16251 ]
LUBUSKA, A.
//HUTNIK KATOWICE//
00/00/1979,v----,NOOOt, PP 0033-0038

TECHNOLOGICAL METHODS OF IMPROVING MECHANICAC
PROPERTIES AND WEAR RESISTANCE OF WELOABLE
CONSTRUCTIONAL STEELS

BISI 19982 #

WOSIEK, E.
J/HUTNIK KATOWICE/ ¢
00/00/1979,v0001 ,N----, PP 0025-0028
MECHANICAL PROPERTIES OF E£XPLOSIVELY PREJOINED
CLADDED SHEETS
BISI 19984 ¥

NOWAKOWSKI, A.
/ THUTNIK KATOWICE//
00/00/1979,V0012,N---~, PP 0489-0494
STEEL STRIP TEMPERATURE RISE IN HIGH SPEED
COLD-ROLL ING
BISI 19962 "

GOLA, H.

7/HUTNIK KATOWICE//
00/00/1979,v0012,N----, PP 0494-0500
THE EFFECT OF SURFACE ROUGHNESS AND PROCESS
LUBRICANT ON LOW-CARBON STEEL STRIP DEEP PRESS
FORMING WORKABILITY

BISI 1991 H
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KRASAWCEW, 1. N.

T THUTNIK KATOWICE//
00/00/1980,v----,N0002, PP 0047-0050
PULVERIZED COAL AS A MEANS FOR CONTROLLING THERMAL
CONDITIONS IN A BULAST FURNACE
BISI 19768 #

LYOVA, H.
7 THUTNIK L1STY/
00/00/1976,V0031,N0008. PP 0541-0547
FACTS ON THE L1QUIO PHASE IN SINTERING ORES
WITH DOLOMITE
BIS] 16208 #

RUZICKOVA, Z.
1IHUTNIK LISTY//
00/00/1976,v0031,N0009, PP 0626-0631
NEW POSSIBILITIES FOR UTILIZATION OF STEELWORKS

HASTE
BISI 16207 ]
PALZER, 0.

JTHUTNIK LISTY//
00/00/1976,V0031,NO011, PP 0788-0794
AUTOMATION A 450 MEDIUM SECTION ROLLING TRAIN
BIST 15782 ]

KUNC, J.
/THUTNIK LISTY//
00/00/1976,v0031,N0012, PP 0861-0866
COKING AT ELEVATED TEMPERATURES IN HEATING FLUES
PART 2. FIELD TRIALS
BISI 16200 "

SPLICHAL, B.
JIHUTNIK LISTY /7
00/00/1977,v0032,N0001, PP 0002-0007
A SIMULATION MODEL FOR SOLVING OPTIMUM C
CONDITIONS FOR COKE BURNING IN THE CUPOLA
tB1SI 15784 ¥

GAJDORUS, 0.

//HUTNIK LISTY//
00/00/1977,v0032,N0001, PP 0028-0032
APPLICATION OF ROLLER DIES FOR ORAWING SQUARE
AND RETANGULAR SECTIONS

BISI 15786 #

RIHA, A.
FIHUTNIK LISTY//
00/00/1977,v0032,N0002, PP 0091-0095
THE PROBLEM OF NOISE GENERATED By ELECTRIC-ARC
STEELMAKING FURNACES IN OPERATION
tB1S] 15787 #

VESCICIK, J.

JTHUTNIK LISTY /4
00/00/1977,v0032,N0002, PP 0133-0137
PECULIARITIES OF THE GROUVING OF PARALLEL-FLANGE
BEAMS ROLLED ON ROLLING TRAINS EQUIPPED WITH
UNIVERSAL UNITS
BISI 16197 #

MRAZEK, J.
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IHUTNIK LESTY /4
00/00/1977,v0032,N0003, PP 0160-0166
ANALYSIS OF THE TECHNOLOGICAL FUNCTION OF
BLAST FURNACE BUROENING EQUIPMENT
BISI 16193 #

KALOV, M.
FHIHUTNIK L1STY//
00/00/1377,v0032,N0003, PP 0166-0170
COKE PRODUCTION FORM PETROLEUM AND COKE
CHEMICAL RAW MATERIALS
BISI 16194 #

RYC, Z.

/IHUTNIK LISTY//
00/00/1977,v0032,N0003, PP 0194-0199
APPLICATION OF A FLUIDIC COMPONENT WHEN MEASURING
THE SPEED OF POLLUTED AIR AND GAS IN
METALLURGICAL PLANTS
BISI 16195 . #

KEPKA, M.

JIHUTNIK LISTY//
00/00/1977,v0032,N0003, PP 0199-0203
ELECTROSLAG REMELTING OF LARGE FORGING

INGOTS
BISI 1619 [
STAREK, J.

JJHUTNIK LISTY//
00/00/1977,v0032,N0005, PP 0335-0339
GEOMETRY OF DRAWING TOOLS FOR DIE DRAWING GF
PRECISION STEEL TUBES
BISI 26320 E]

RIMAN, A.

TTHUTNIK LISTY//
00/00/1977,Y0032,N0010, PP 0692-0699
THE PROBLEM OF THE EFFECT OF HEAT LOSSES ON THE
FALL IN TEMPERATURE OF METAL I[N A STEELMAKING
LADLE
81S1 17160 #

MAJERCAKOVA, A.

JTHUTNIK LISTY//
00/00/1977,Y0032 ,NOC12, PP 0877-0881
A STUDY OF THE KINETICS OF THE REOUCTION OF T
FE-MN-0 SYSTEM HWITH GASEOUS REDUCING AGENTS
BISI 17155 #

T
laa

JASINSKY, Z.

JHHUTRIK LISTY/Z/
00/00/1977,v0032,N0012, PP 0887-0895
MEASUREMENT OF SEVERAL PHYSICAL PARAMETERS OF THE
STEELMAKING LANCES IN THE TESTING LABORATORY OF
VZKG
BISI 17288 ]

HEBDA, B.
7 /HUTNIK PRAGUE//
00/00/1974,v0024,N----, PP 0453-0455
FINISHING CONDITIONS WHEN HOT ROLLING
HYPEREUTECTQID CARBON STRIP
BISI 13491 [
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SMETANA, O.
+1HUTNIK PRAGUE//
00/00/1974,v0024 ,N0004, PP 0141-0145
ADJUSTMENT OF ROLLS DURING PASS IN FOUR HIGH
ROLLING MILLS FOR HEAVY PLATES
BISI 12977 4

RYC, Z.
# /HUTNIK PRAGUE//
00/00/1975,v0025,N0002, PP 0056-0060
ENERGY CHARACTERISTICS OF AN ARC FURNACE
HB 9627 ]

GOTTFRIED, X.
//HUTNIK PRAGUE//
00/00/1976,v0026,N0004, PP 0135-0138
CRUDE ARGON USED AS A STEEL REFINING ELEMENT
B1S1-15484 4

TEJZR, L.
/1HUTNIK PRAGUE//
00/00/1976,V0026,NO007, PP 0243-0245
CHANGES IN THE COMPOSITION OF STEEL-MAKING PIG
IRON IN THE COURSE OF TAPPING
BISI-15489 [

PETROS, J.
/THUTNIK PRAGUE//
00/00/1976,V0026,N0007, PP (246-0252
EFFECT OF STEEL-SCRAP QUALITY ON THE GUANTITY
AND COMPOSITION OF TANDEM-FURNACES OUST
BISI-15552 ¥

KEPKA, M.

/THUTNIK PRAGUE//
00/00/1976,¥0026,N0007, PP 0252-0255
THE EFFECT OF DEOXIDATION WITH SICA ON THE
PROPERTIES OF LOW-ALLOYED HEAT-RESISTANT GAST
STEEL CSN
BI1S1-15430 [

PETRMAN, 1.
/THUTNIK PRAGUE/ /
00/00/1976,V0026,N0008, PP 0295-0301
ELECTROSLAG CASTING OF METALS
BISI-15554 ]

BOUZEK, J.
/ THUTNIK PRAGUE//
00/00/1976,V0026,N0008, PP 0305-0309
PRECISE CALCULATION OF COOLING TIME OF A
PRODUCT ON COOLING BEOS OF SECTION ROLLING MILLS
B1S1-15555 #

BRAZOIL, V.
7 THUTNIK PRAGUE//
00/00/1976,v0026,N0003, PP 0348-0352
HOT FORMABILITY OF A 12 PER CENT CR PLUS STEEL
BIS1-15557 ¥

GOCAL, J.

FIHUTNIK PRAGUE//
00/00/1976,V0026,N0010, PP 0375-0380
0PTIMING OF PIPE PRODUCTION IN THE
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INGOT/PIPE CYCLE UNDER PRODUCTION [N THE CSSR
BI1S1-15559 ]

SICIUKA, R.

11HUTNIK PRAGUE//
00/007/1976,v0026,N0010, PP 0388-039!
EXPERIENCE WITH THE MANUFACTURE OF LOW-CARBON
STEEL MICRO-ALLOYED WITH BORON AND TITANIUM FOR
HIGH-STRENGTH BOLTS
BISI 15789 1]

TEINDL, R.
//HUTNIK PRAGUE//
00/00/1976,v0026 ,NOO11, PP 0416-0420
ROLLING TECHNOLOGY AND HEAT TREATMENT OF
WEAMLESS TUBES MADE FROM VERY LOW CARBON STEEL
BISI 15791 J

KOZLER, V.
//HUTNIK PRAGUE//
00/00/1976,V0026,NOO1T1, PP 0425-0429
CENTRIFUGALLY CAST MULTI-LAYER ROLLS
BISI 16201 #

HOSNA, B.
/THUTNIK PRAGUE //
00/00/1976,¥0026 ,NOO11, PP 0432-0436
CALBULATION OF THE DRAWING FORCES WHEN DRAWING
ROUND WIRE
BISI 15793 #

KAFKA, V.
7/HUTNIK PRAGUE / /
00/00/197¢,V0026,N0012, PP 0456-0459
THE RELATION OF THE PAYMENT TO THE FURNACE
CREW TO THE COST OF STEELMAKING
BISI 15795 []

HAVLIK, V.
//HUTNIK PRAGUE//
00/00/1976,v0028,N0008, PP 0336-0339
EXPERIENCE GATHERED BY APPLYING VARIOUS REFRACTORY
MATERIALS IN THE VACUUM-DE GASSING STATION
AT THE VZKG
BISI 15556 #

VRBA, J.

//HUTNIK PRAGUE//
00/00/1977,v0027 ,NO0O01, PP 0031-0035
RATIONALIZATION AND NEW TRENDS [N THE
EVALUATION OF POWER CONSUMPTION IN METALLURGY

BISU 15799 ¥

ZAMYSLOVSKY, Z.

//HUTNIK PRAGUE//
00/00/1377,¥0027 ,NO008, PP 0297-0303
CALCULATION OF WIDENING WHEN ROLLING SGUARE AND
ROUND BILLETS ON AN 850 REVERSING MILL

BISI 16924 ¥
BRODA, L.

/ THUTNIK PRAGUE//
00/00/1980,V----,N0011, PP 0409-0414

MELTING OF STEEL WITH ELEVATED C-CONTENT FOR STEEL
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WIRES IN 2507 MB-FURNACES AND CASTING INTO 6.7 T
INGOTS
BISI 19937 ]

BEMBENEK, A.

f/HUTNIK PRAGUE//
00/00/1980,v----,N0011, PP 0418-0424
MODERNIZATION OF TRHE TECHNOLOGICAL PROCESSES OF
MANUFACTURE OF SEAMLESS TUBES
8ISl 19938 "

PIETRZYK, J.
FAHUTNIK (KATORICE 17/
00/00/1374,v0041,N----, PP 0357-0365
NUMBERS 7 AND 8
THE AGING PROCESS IN SHEETS OF RIMMING CONVERTER
STEEL AFTER COLD WORK IN THE FINISHING PASS
BIS! 15880 ¥

MADEJ, J.

JITHUTNIK /7
00/00/0000,v----,N----, PP 0143-0154
OPTIMALISATION IN CALIBRATING ROLLERS OF OBLIQUE
PIERCING ROLLING MILLS

BISI L.STG 10730 i
ZACHARZEWSK!, B.

1 THUTNIK/ /
00/00/1953,¥0020,N----, PP 0083-0093
REGENERATION OF CONSTITUTES OF SINTERED CARBIDE
SCRAP
BISI 8581 ¥

VOJTOVSKY JR,
IHUTNIK Y 7
00/00/1964,v0014,N0002,
ROLL PASS DESIGN FOR ROLLING RAILWAY RAILS
TSC P. 0. RA-75-35 [

GROBICKI, W.
/THUTNIK/ /
00/00/1364 V0031 ,N----,
NUMBERS 7 AND 8
STUDY OF RAIL QUALITY IN THE USSR AND MEANS OF
LENGTHENING THEIR HORKING LIFE
TSC P.0. RA-75=35 #

GROBICKI, H.
1 HUTNIK
00/00/194,V0031 ,N----, PP 0007
STUDY OF RAIL QUALITY IN THE USSR AND MEANS OF
LENGTHENING THEIR WORKING LIFE
TSC RA-75-35 #

PIERCHALA, K.

JIHUTNIK 7 /
00/00/1965,V----,N0006, PP 0205-0207
PROTECTION FROM FORMATION OF EXPLOSIVE Mix OF
GASES IN THE SPACE BETWEEN THE THROAT BELLS OF A
BLAST FURNACE
BISITS 4

CHECHURA, F.
/IHUTNIKY /
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00/00/1965,V0015,N0004,
SUSCEPTIBILITY OF RAIL STEEL TO FLAKE FORMATION
TSC P.O. RA-75-35

CECHURA, F. I
11HUTNIK Y /

00/00/1965,¥0015,N0O004,

SUSCEPTIBILITY OF RAIL STEEL TO FLAKE FORMATION

TSC RA 75-35 ¥

ROSKOBOINIKOV, V. G. JAGLTTNS
7 IHUTNIK/ /

N0/00/1967,¥0034 ,N----, PP 0498-0506

TECHNOLOGY OF THE BLAST-FURNACE PROCESS WITH

NATURAL GAS AND COAL DUST INJECTION AND OXYGEN

ENRICHED BLAST

CRL T/6826 ’

MAZANEK, E. STl T
1 THUTNIK/ /

00/00/1969,v0036,N----, PP 0001-0007

THE EFFECTS OF ZINC ON BLAST FURNACE

OPERATION AND ON THE FORMATION OF SCAFFOLDS

CRL Teds7 ]

MASLANKA, A, PRI
[ THUTNIK/ 7

00/00/1969,V0036,N----, PP 0057-0062

THE IMPORTANCE OF COARSE-GRAINED COMPONENTS OF A

SINTER MIXTURE AS PELLET NUCLEL AT THE INITIAL

PELLETIZING

BISI 10727 #

SEFFL, L. STOERRRE
/THUTNIK 7/

00/00/1970,v0020,N0010, PP 0367-037

TEEMING POWDERS AND SLAPS

CRL T7813 ]

KLIMEK, J. e rLET
1IMUTNIK/ /

00/00/1970,v0037 ,N----, PP 0438-0444

CALCULATING HEATING FURNACES INDICES

BISI 11652 ]

KLIMEK, J. B
7 THUTNIK/ /

00/00/1970,¥0037 ,N----, PP 0438-0444

AN INDEX FOR FURNACE COMPARISON

BISI:L.STG 11652 #

TROJKA, D. DIDLI Al
JTHUTNIK/

00/00/1971,¥0021,N----, PP 0041-0048

UCTURE OF COMMERCIAL SILICOMANGANESE

BISI L.STG 4.00 11972 ¥

VOJKOVSKY, J. RCEEENS
1 IHUTNIK Y/ 7

00700/1971,¥0021,N----, PP 0221-0225

ROLL PASS DESIGN FOR ROLLING UE-BEAMS

BISI 991 "

TROJKA, D. c
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[ TRUTNIK Y/ /
00/00/1971,V0021 ,N----, PP 0396-0401
OPERATION PRE CONDITIONS FOR ADOPTING AUTOMATIC
SINTER QUALITY CONTROL
BISI 10295 ]

KOWALEWSKD, M.
1IHUTNIK Y/
00/00/1971,v0038 ,N----, PP 0131-0137
LAB TESTS ON THE EFFECT OF INITIAL HEATING OF THE
MIXTURE ON THE AGGLOMERATION PROCESS
NTC-73-12289, NLL RTS 7174 ¥

BARBAKADZE, DU.
TIHUTNIK Y/
00/00/1972,v----,N0006, PP 0203-0208
NO ENGLISH TITLE
B8ISI 11263 ¥

MEDRICKY, Z.

{THUTNIK Y
00/00/1972,v----,N000S, PP 0321-0326
POSSIBILITIES OF STABILISATION OF THE MECHANICAL
PROPERTIES OF COKE
8ISI 11055 ]

ADAMEK, F.
I THUTNIK / /
00/00/1972,v----,N0012, PP 0447-0452
THE QUALITY OF KILLED STEELS MADE IN VITKOVICE
IRON AND STEEL HWORKS TANDEM FURNACES
BISI 11385 ¥

KEPKA, M.
TIHUTNIK//
00/00/1972,v0022 ,N----, PP 0012-0017
THE EFFECT OF RARE-EARTH METALS ON THE STEEL
BIST 10539 A

BORSKY, B.
1 IRUTNIK Y |
00/00/1972,V0022,N----, PP 0055-0060
EXPERIENCE WITH THE MANUFACTURE OF MILD KILLED
STEELS IN TANDEM FURNACES
BISI 10921 ]

STYBLO, K.
/IHUTNIK/
00/00/1972,¥0022 ,N----, PP 0064-0069
PRESENT DEVELOPMENT OF CONTINUOUS MILL TRAINS
FOR COLD ROLLING SUFT PLAIN CARBON STEEL STRIPS
BISI 10923 ¥

JEOLICKA, J.
{THUTNIK/ /
00/00/1972,v0022,N----, PP 0069-0076
A NEW METHOD OF ROLL PASS DESIGN IN THE BLOOMING
MILL
BISI:L.STG 10924 #

RUZICKA, B.
JTHUTNIK S /
00/00/1972,v0022 ,N----, PP 0113-0115
STEEL PRODUCERS REQUIREMENT FOR LIME USED IN
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STEELMAKING
BISI 10914

TICHY, J.
JTHUTNIK /!
00/00/1972,V0022,N----, PP 0121-0123
STRAIN AGING OF CSN 11 342 AND 11 373 RIMMING
STEELS MADE IN TANDEM FURNACES
BISI:L.STG 10916

MRAJCA, V.

[HHUTNIK S/
00/00/1972,V0022,N----, PP 0129-0130
AUTOMATION OF THE PRINCIPAL METALLURGICAL
SHOPS OF THE TRINEC IRONA AND STEEL WORKS
BISI 10918

VESELY, R.
1 IHRUTNIK 7/
00/00/1972,v0022 ,N----, PP 0153-0156
NEW SYSTEM FOR CHECKING THE TECHNOLOGY OF A
BLAST FURNACE PROCESS
BISI 11038

HAMOUZ, 7.

/THUTNIK/ /
00/00/1972,V¥0022,N----, PP 0180-0184
PULSE BURNERS FOR INDUSTRIAL FURNACES
BISI L.STG 5.00 11040

PETROS, J.
/THUTNIK / /
00/00/1972,v0022,N----, PP 0209-0211
NEW KNOWLEDGE ON RAW MATERIALS CHARGED INTC
TANDEM FURNACES
BISI 11042

MINARIK, J.
/IHUTNIK/ /
00/00/1972,v0022 ,N----, PP 0213-0217
THE COURSE OF THE ROLLING STOCK TEMPERATURE ON
CONTINUQUS SECTION OF ROLLING MILLS
BISI 11043

PAVELKA, J.

f/HUTNIK/ /
00/00/1972,¥0022,N----, PP 0218-0220
RATING THE EFFICENCY OF STRIP PROCESSING
BISI L.STG 3.00 11044

SMID, L.

/IHUTNIK //
00/00/1972,v0022,N----, PP 0228-0232
APPLICATION OF SIMULATION IN THE ORGANIZATION
OF STEEL PLANT OPERATION
BISI:L.STG 11046

SCHMIDT, H.

JIHUTNIK /7
00/00/1972,v0022 ,N----, PP 0248-0252
FETTLING OF BLAST FURNACE SHAFT BY GUNTING
BISI 11048

RUSNAR, J.
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JTHUTNIK Y/ /
00/00/1972,v0022 ,N----, PP 0256-0258
A CONTRIBUTION TO THE METALLURGY OF LD PROCESS
IN VSZ STEEL PLANT
BISI 11646 #

RUSNAR, J.
FIHUTNEK ¢
00/00/1972,¥0022 ,N----, PP 0256-0258
A CONTRIBUTION TO THE METALLURGY OF LD PROCESS
IN ¥SZ STEEL PLANT
BISI 11646 "

TICHOPADOVA, E.

TTHUTNIK /7
00/00/1972,v¥0022 ,N----, PP 0287-0288
THE EFFECT OF LEAD, SELENIUM AND TELLERIUM
ADDITIONS ON ENVIRONMENTAL AIR AND HUMAN HEALTH
BISI L.STG 11052 4

TICHOPADOVA, E.
/THUTNIK/ /
00/00/1972,v0022,N--~-, PP 0287-0288
THE EFFECT OF LEAD, SELENIUM AND TELLERIUM
ADDITIONS ON ENVIRONMENTAL AIR AND HUMAN HEALTH

BISI L.STG 11052 4
PAHUTA, P.

/THUTNIK /7
00/00/1972,v0022 ,N----, PP 0297-0299
THERMOMECHANICAL TREATMENT OF STEELS 9 PP
BLL .L.STG 9023.19:VR 106/72 ¥
JELC, 1.

//HUTNIK S/
00/00/1972,V0022 ,N---~, PP 0331-0335
POSSIBILITIES OF REDUCING THE INGOT CONSUMPTION
MOULD
BISI 11647 5
BEDRICH, J.

I THUTNIK / /
00/00/1972,v0022 ,N----, PP 0336-0338

LONG-TERM MEASUREMENT OF BATH TEMPERATURE IN
50 T OPEN-HEARTH FURNACE
BISI 11071 #

ENGST, A.
/I HUTNIK/ /
00/0071972,Y¥0022 ,N----, PP 0347-0355
EFFECT OF HEAT TREATMENT ON THE PROPERITIES
OF HIGH SPEED TOOL STEELS 23 PP
BLL:L.STG 9023.18:VR 111/72 4

SOTOLA, F.
fIHUTNIK /7 /
00/00/1972,v0022 ,N----, PP 0371-037¢6
CLEANING OF TANDEM FURNACE WASTE GASES
BISI 11026 ]

PESHAT, V.

/THUTNIK/
00/00/1972,v0022 ,N----, PP 0389-0393
PROTECTION OF BLAST FURNACE AUXILIARIES FROM
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BURN OFF AND WEAR DURING FURNACE OPERATION
BISI 11028 ]

MUTINA, Z.
FIHUTNIK Y /
00/00/1972,v0022,N----, PP 0420-0427
MEASUREMENT AND MEASURING INSTRUMENTS IN PLATE
ROLLING MILLS
BISI 11261 ]

STYBLO, K.

tIHUTRIK 7
00/00/1972,v0022,N----, PP 0428-0430
EFFECT OF DYNAMIC LOAD ON THE CHANGE IN
REVERSIBLE DEFORMATION OF ROLL STAND AND THE
ACCURACY OF ROLLED PRODUCT
BISI:L.STG AS 11262 #

ADAMEK, F.

1 THUTNIK /¢
00/00/1972,¥0022,N----, PP 0447-045!
THE QUALITY OF KILLED STEELS MADE IN VITKOVICE
IRON AND STEEL WORKS TANDEM FURNACES .
BISI L.STG 11385 #

CERVENY, E.
1IRUTNIK 7
00/00/1972,v0022,N----, PP 0452-0457
PRESENT POSSIBILITIES IN CZECHOSLOVAKIA FOR
ROLLING 1000 MILLIMETERS WIDE STEEL BANDS MADE
OF AUSTENITIC STAINLESS STEEL GRADES
BISI 11386 4

SMID, V.

1 /RUTNIK /7
00/00/1972,v0022,N----, PP 0462-0466
POSSIBILITIES OF IMPROVING THE QUALITY ANO OF
COMBINING THE RESULTANT PROPERTIES OF LOW ALLOW
WELDABLE STRUCTURAL STEELS
BiS! 11387 ]

KEPKA, M.
{THUTNIK S/
00/00/1972,V0022,N----, PP 0877-0879
THE PRESENT STATE AND THE PROSPECTS OF
ELECTROSLAG REMELTING OF STEELS ANO ALLOYS
BISI 11027 ¥

MACAK, M.
FIHUTNIK/ /
00/00/1972,v0022,N0007,
EXPERIENCE IN THE PROOUCTION OF WEAR RESISTANT
RAIL STEEL WITH INCREASED MN. CONTENT
JPRS FOR D0T/TSC 4

JELC, 1.

IHUTNIK Y/
00/00/1972,¥0023,N----, PP 0331-0335
POSSIBILITIES OF REDUCING INGOT MOULD CONSUMPTION
BISI 11647 [

KOHUT, S.
FIHUTNIK / /
00/00/1973,V---- N0OOO5, PP 0182-0184
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CONTINUQUS ENTRY ANNEALING OF AUSTENITIC CR-NI
STEEL BAND 4 PP
BISI 12048 4

PYS, R.
FIHRUTNIK/ /
00/00/1973,V----,N0010, PP 0366-0369
INCREASING THE LIFE OF STACKS OF THE BLAST
FURNACE AT NHKG
BISI 12491 ]

KEPKA, M.
/ /HUTNIK / /
00/00/1973,v----,N001Q, PP 0370-0373
THE ORIGIN AND FORMABILITY OF NON-METALLIC
INCLUSIONS IN STEEL
BISI 12432 ¥

KREUZBERG, B.
1 THUTNIK !/
00/00/1973,V----,N0Q11, PP 0421-0429
WALKING BEAM FURNACES IN THE ROLLING PLANTS
BISI 12484 4

KEPKA, M.
{ THUTNIK
00/00/1973,v----,N0012, PP 0450-0455
MAKING OF STEEL CSN 12 040 FOR CRANKSHAFTS IN
A 25 T ARC FURNACE
BISI 12486 #

HROCH, P.
1 IHUTNIK/ /
00/00/1973,V----,N0012, PP 0466-0470
ANISOTROPY OF COPPER PLATES
BISI 12487 #

KONUT, S.
/IHUTNIK/ /
00/00/1973,V0023,N----, PP 0182-0184
METHODS OF INDUCING STRIP ANNEALING [N AUSTENITIC
CHROMIUM STEEL
BISI 12048 #

CHOURA, L.
FIHUTNIK !/ /
00/00/1973,V0023,N---~-, PP 0337-0340
ELECTROMAGNETIC CHILL MOULD
MET/318 "

PYS, R.
7 IHUTNIK/
00/00/1973,V0023,N----, PP 0366-0369
INCREASING THE USEFUL LIFE OF FURNACE STACKS
BISI 1249 #

KEPKA, M.
fFHUTNIK 4
00/00/1973,v0023,N----, PP 0370-0373
ORIGIN AND INFLUENCE OF NON-METALLIC INCLUSIONS
IN STEEL
BIS1 12492 ]

PACUN, J.
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1 ITHUTNIK
00/00/1973,¥0023,N----, PP 0379-0384
DEEP DRAWING OF STEEL SHEET KOSMALT DURING
SINGLE LAMINATED ENAMELLING
s81S1 12493 ¥

TICHY, J.
FIHUTNIK f /
00/00/1973,v0023,N----, PP 0388-0393
DECARBURIZATION ZONES IN EUTECTOID STEELS
CSN 12 090 AND 161090 ROLLED IN A
CONTINUOUS LINE P 360 NHKG
sBISI 12494 #

BORSKY, B.
/IHUTNIK /7
00/00/1973,v0023 ,N----, PP 0407-0417
EVALUATION OF THE MANUFACTURE OF THE
TMETALLURGICAL FACTORS IN STEEL EXTRACTED
ANC PERFORMANCE IN THE MAERZ BOELANS FURNACE
BISI 12483 [

KREUZBERG, V.
//HUTNIK//

00/00/1973,v0023,N----, PP 0421-0429
CONTROLLING THE FURNACE HEATER DURING ROLLING
sB1S] 12484 ¥
VESELY, J.

JTHUTNIK / /
00/00/1973,v0023,N----, PP 0443-04493
MANUFACTURE OF SINTER OF HIGH BASICITY
BIS1 12485 11
KLEPKA, M.

JIHUTNIK !/ /
00/00/1973,¥0023,N----, PP 0450-0455

MANUFACTURING CSN 12140 STEEL FOR SHAFT

WHEN REFINED IN THE ARC FURNACE WHEN

REF INED OUTSIDE THE FURNACE

BISI 12485 #

HROCH, P.
/THUTNIK/ /
00/00/1973,¥0023,N---~, PP 0466-0470
ANISTROPY OF COPPER PLATED SHEET
8IS 12487 ]

BORSKY, B.
JITHUTNIK/ /
00/00/1973,v0023,N0011, PP 0407-0417
ASSESSHMENT OF METALLURGICAL FACTORS
AFFECTING EFFICIENCY AND PRODUCTIVITY
IN THE MB STEELMAKING FURNACE
BISI 12483 3

VESELY, J.
{THUTNIK /
00/00/1973,V0023,N0012, PP 0443-0449
PRODUCTION OF HIGH BASIC!TY SINTER
BISI 12485 L]

GORNIK, S.
JIHUTNIK !/
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00/007/1973,V0040,N----, PP 0130-0136

SURFACE DEFECTS IN SHEETS AND STRIPS OF LOHW
CARBON STEEL KILLED BY ALUMINIUM ADDITION TO THE
INGOT MOULD

BISI 13086 "

K0OTZ, T.
1IHUTNIK 7/
00/00/1973,v0040,N0002, PP 0001-0006
RCDUCTION OF SILICON IN A BLAST FURNACE
sB1S] 13724 ]

GORNIK, S.
1 HUTNIK Y/ /
00/0071973,v0040,N0003, PP 0130-0136
SURFACE DEFECTS IN SHEETS ANS STRIPS
OF LOW CARBON STEEL KILLED BY ALUMINUM
ADDITION TO THE INGOT MOULD
BISI 13086 #

YOUNY, J.
JIHUTNIK Y
00/00/1974,¥----,N0002, PP 0041-0045
EFFECT OF THE SHAPE OF NOZZLES AND THE STEAM
PRESSURE ON THE EFFICIENCY OF FUMELESS CHARGING
OF COAL INTO COKE OVENS
BISI 12625 ¥

RUSNAK, J.

/THUTNIK /7
00/00/1974,v----,NO003, PP 0097-0100
THE DEVELOPMENT OF OXYGEN CONVERTER LINING IN
STEEL PLANT NO L-EAST SLOVAKIAN IRON ANO STEEL
HORKS KOSICE

sBISI 12833 [

DEKANOVSKY, A,
[ THUTNIK /7
00/00/1974,¥----,NOO0O3, PP 0100-0105
NEWLY DEVELOPED STEELS IN THE EAST SLOVAKIAN
IRON AND STEEL WORKS KOSICE
+BIS] 12832 ]

GLATZ, B.
{ THUTNIK/ /
00/00/1974,¥---- ,NOOD4, PP 0129-0136
STEEL FOR THEMAIN PARTS OF THE PRIMARY
CIRCUITS OF PRESSURIZED WATER NUCLEAR
PORER PLANT REACTORS
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